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TONG CUC TIEU CHUAN DO LUSNG CHAT LUGNG Cu Gidy - Ha NG
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KET QUA THU NGHIEM
TEST RESULT
1. Tén méu thi/ Sample: GOI PG THEP STEEL SHOE

THEP TAM DAY 6mm - NHA SAN XUAT: PRODETECH

2. Khach hang/ Cusiomer: CONG TY TNHH MOT THANH VIEN PRODETECH

3. 86 Twong mau /Quantity: 01
4. Tinh trang mau /Obsservation: Xem anh kém theo
5. Ngay nhdn mau /Reception date: 19/02 /2024
6. Thoi gian thir nghiém /Zime duration: 21/02/2024
7. Ngay hoan thanh/ Completion Date: 21/02/2024
TT TEN CHI TIEU P. PHAP THU M. QUY DPINH KET QUA
Ttems Specifications Test methods Reguirements Results
1 Thir kéo — Tensile test: JIS 72241 : 2022 JIS G3101 — SS400
e (Gidi han chay MPa > 245 290
Yield strength
* D bén kéo MPa 400 + 510 428
Tensile strength
e D¢ gidn dai % =17 28
Elongation

Ha Ngi, ngay 22/02/2024

P. TRUONG PHONG THU NGHIEM CO KHi - VLXD (*CGIAM POC / Director

Head of Mechanical and Construction Material testing lab.

L_—"

Nguyén Vin Minh

'.JJ

Phicu két qua néy chi ¢o gid tri doi voi mau thie do khdich hang dwea 1o,

This test results is value only for samples taken by customer.,

Khong dwpe trich sao mot phan kot qua nav neu khong dwoc sie dong ¥ cua trung tam Ky thude 1.
This test results shall not reproduced except in fidl, without the vwritten approved of QUATEST 1.

Tén mdu va tén khach hane diroe ohi theo véu ean et Bhiek hano




TONG CUC TIEU CHUAN DO LUONG CHAT LUONG
Directorate for Standards Metrology and Quoln‘y

QuateSt 1 TRUNG TAM KY THUAT TIEU CHUAN PO LUGNG CHAT LUONG 1

Quality Assurance and Testing Center 1

Tru s& chinh: S6 8 Hoang Qudc Viét,

Cau Gidy - Ha Nai

Tel: 024 38361399 * Fax: 024 38341199
Web: www.quatestl.com.vn

Cd s6 2: Khu CN Nam Théng Long.

Bdc T Ligm - Ha No

Tel: 024 32191002 * Fax: 024 32191001

SO/No:...24.1. TIM.[..0299... ...

Trang/page:. . 4fd........

KET QUA THU NGHIEM

1. Tén mau thit/ Sample:

TEST RESULT

GOI PO THEP STEEL SHOE

THEP TAM DAY 8mm - NHA SAN XUAT: PRODETECH

2. Khéch hang/ Customer-
3. S6 lwong mau /Quantiry:
4. Tinh trang mau /Obsservation:
5. Ngay nhén mau /Receprion date:

6. Thoi gian thir nghiém /7Time duration:
7. Ngay hoan thanh/ Completion Date:

CONG TY TNHH MQT THANH VIEN PRODETECH

01
Xem anh kém theo
19/02 /2024
21/02/2024
21/02/2024

TT TEN CHI TIEU P. PHAP THU M. QUY DINH KET QUA
Items Specifications Test methods Requirements : Results
1 Thir kéo — Tensile test: JIS 72241 : 2022 JIS G3101 — SS400

¢ (G161 han chay MPa =245 342
Yield strength

* D% bén kéo MPa 400 = 510 464
Tensile strength

e D& gifn dai Yo = 17 =
FElongation

P. TRUONG PHONG THU NGHIEM CO KHi - VLXD
Head of Mechanical and Construction Material testing lab.

Nguyén Viin Minh

Hé Noi, ngéry 22702/ 2024

(¥ GIAM DOC !/ Director

1. Phiéu két qua nay chi ¢o gid tri doi voi mdu thie do khach hang dira toi.
This test results is value only for sumples waken by customer.

s erhi thoo v o“; i Lhiinds b

2. Khong dugc trich sao mot phan ket qua ndy néu khéng dwoc su dong ¥ eia trung tam Ky thug 1.

This test results shall not reproduced except in fm'/ uffhrlm' H'u written u/apruudnf QUATEST 1.
P Tém e vi #dwm b bbnk hio: Fa




Quatest 1

- . % " B Tru s chinh: S5 8 Hoang Quéc Viét,
TONG CUC TIEU CHUAN PO LUGNG CHAT LUCNG Cau Gidy - Ha Noi
Directorate for Standards Metrology and Quality Tel: 024 38361399 « Fax: 024 38361199

Web: www.quatestl.com.vn

TRUNG TAM KY THUAT TIEU CHUAN DO LUONG CHAT LUONG 1 €0 sé 2: Khu CN Nam Thang Long,

Quality Assurance and Testing Center 1 Bdc TuLiém - Ha NG

Tel: 024 32191002 * Fax: 024 32191001

SO/No-...24).TnM.0249_.5......

Tral’]g/Pagc:.....rf/f.! ......

KET QUA THU NGHIEM

1. Tén mau thit/ Sample:

TEST RESULT

GOI PJ THEP STEEL SHOE

THEP TAM DAY 10mm - NHA SAN XUAT: PRODETECH
2. Khach hang/ Customer: CONG TY TNHH MOT THANH VIEN PRODETECH

3. SO lwong miu /Quantity:
4. Tinh trang mau /Obsservation:
5. Ngay nhan mau /Reception date:

6. Thoi gian thir nghiém /Time duration:
7. Ngay hoan thanh/ Completion Date:

01
Xem anh kem theo
19/02 /2024
21/02/2024
21/02/2024

TT TEN CHi TIEU P. PHAP THU M. QUY PINH KET QUA
Ttems Specifications Test methods Requirements Resulty
1 | Thir kéo — Tensile test: JIS 72241 : 2022 JIS G3101 - SS400 |

e Gi6i han chay MPa > 245 310
Yield strength

e DO bén kéo MPa 400 + 510 440
Tensile strength

e Do gidn dai % >17 27
FElongation

P. TRUONG PHONG THU NGHIEM CO KHi - VLXD
Head of Mechanical and Construction Material testing lab.

Nguyén Viin Minh

1. Phicu ket qua ndy chi ¢6 gia i doi véi mdu thie do khdch hing dia 164,
This test results is valie only for samples taken by customer.

2. Khong duoe trich sao mot phan ket qua nav neu khong depe sie dong Voeua trung fam Ky thudr 1.

This test results shall not reproduced except in full, without the written approved of QUATEST 1.
3. Tén mau va tén khdeh hane diroc ehi theo véu can eua khdeh hine




TOGNG CUC TIEU CHUAN DO LUSNG CHAT LUONG
Directorate for Standards MeTroIogy and QUOIITV

QuateSt 1 TRUNG TAM KY THUAT TIEU CHUAN DO LUGNG CHAT LUONG 1

Quality Assurance and Testing Center 1

Tru sd chinh: S6 8 Hoang Quéce Viét,
cédu Gidy - Ha Noi

Tel: 024 38361399 * Fax: 024 38361199
Web: www.quatestl.com,vn

Ca sd 2: Khu CN Nam Thang Long.
Bdc Td Lidm - Ha Noi

Tel: 024 32191002 * Fax: 024 32191001

S6/No...

24| TN [.0299 - 4....

KET QUA THU NGHIEM

1. Tén mau thit/ Sample:

TEST RESULT

GOI1 PO THEP STEEL SHOE

THEP TAM DAY 12mm - NHA SAN XUAT: PRODETECH

2. Khéch hang/ Customer:
3. 86 luong miu /Quantity:
4. Tinh trang mau /Obsservation:

5. Ngay nhén mau /Reception date:

6. Thot gian thir nghiém /7ime duration:
7. Ngay hoan thanh/ Completion Date:

01

Xem anh kém theo

19/02 /2024
21/702/2024
21/02/2024

CONG TY TNHH MOT THANH VIEN PRODETECH

Trang/page:..4/4.......

TT TEN CHi TIEU P. PHAP THU M. QUY PINH KET QUA
ftems Specifications Test methods Reguirements Results
1 Thir kéo — Tensile test: JIS 72241 : 2022 JIS G3101 — SS400

e G161 han chay MPa > 245 349
Yield strength

e D6 bén kéo MPa 400 + 510 453
Tensile strength

e D§ gidn dai % >17 29
Elongation

P. TRUONG PHONG THU NGHIEM CO KHi - VLXD
Head of Mechanical and Construction Material testing lab.

Nguyén Viin Minh

L. Phieu ket qua nay chi ¢6 gid tri doi véi maw thir do khéch hang da 164,
This test results is value only for samples taken by CUSTOMYT.

This test results shall not reproduced excepr in IrrH mn’mm the written up;uu-.uf of QUATEST 1.

'
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Tén mau va tén khach hane dieoe ohi theo véu eau ena khieh hiane

2. Khong diege trich sao mot phan ket qua nay néu khong dwoe sie dong ¥ cta trung tam K thug 1.




